
Cut Bank
Evaluation of th e  Cut Bank  M unicipal Airport yielded th e  follow ing PCI value s .

Critical Surveyed PCIs Predicted PCIs
PCISection 1988 1991 1994 1997 2002 2007

A-1 60 51 28 40 29 1750
R-1 93 89 78 67 5955
R11 100 93 86 72 6355
T-1 90 93 85 72 6255
T-2 82 90 86 72 6355
T-4 100 99 90 74 6455

Pavem ent Condition Index (PCI) to Pavem ent Condition R ating conversion: 
0 < Failed  < 10 < Very Poor < 25 < Poor < 40 < Fair < 55 < Good  < 70 < Very Good < 85 < Excellent < 100

"XX" in PCI colum ns indicate s  previous  PCI value s  h ave been voided to account for ne w  construction.

No entry in PCI colum ns indicate s  no ins pection of th e  pavem ent s e ction for th e  year.

PCI predictions  are based on th e  as s um ption th at current m aintenance  practice s  w ill continue  w ith  no m ajor reconstruction.

All of your runw ay and taxiw ay pavem ents  are  in "very good" to "excellent" condition and w ith  continued
m aintenance  s h ould stay above th e ir critical PCI for ten years  or m ore .  Your PCC apron is  projected to
deteriorate  rapidly and s h ould be cons idered for m ajor reconstruction to avoid pos s ible safety is sue s .


